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=% |A hairline crack has been found on ceiling of 2nd floor. Width of crack is Imm. The
s4&%el| cause of crack is due to inadequate plastering and shrinkage on the ceiling.
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SHET Sections of plaster finish to be removed to investigate if cracks penetrate the

building structure.
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SHES Building Engineer to review further if cracks are found to penetrate into building

structure.
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FES  |Continue to monitor for cracking on an on-going basis.
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